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下列样品由客户提供及确认为：
The following sample(s) was/were submitted and identified on behalf of the client as:
委托单位
Consignor

木兰纺织(诸城)有限公司
Mulan Textile (Zhucheng) Co., Ltd.

委托单位地址
Consignor address

山东潍坊诸城市经济开发区拙村中心
Zhucun Central Road, Economic Development Zone, Zhucheng City, Weifang City, 
Shandong Province

客供样品描述
Sample Description by Client 叶黄色 (黄色)

样品描述.
Sample Descriptions

(A)针织面料(叶黄色)
(A)knitted fabric(Leaf yellow)

颜色/色号
Color

(A)黄色
(A)yellow

样品数量
No. of Sample (A)1

安全类别
Safety Category

A 类
Category A

产品等级
Product Grade

优等品
Superior Grade

检验类别/样品来源
Test Type/Sample Submitted by

委托检验/客户寄样
Entrusted Test/Sample Sent by Client

样品送达日期
Sample Receiving Date 2024-03-01

检测周期
Testing Period 2024-03-12 - 2024-03-18

检测依据
Document Accordance

详见检测结果页
Details please see test result page

检测结论
Test Conclusion

本报告仅提供实测数据， 详见检测结果页，检测结果仅适用于收到的样品。
The report only give the test result, detail please see follow page, the results only apply to 
the sample(s) as received.

通标标准技术服务有限公司杭州分公司
 

SGS-CSTC Standards Technical Services Co., Ltd. Hangzhou Branch
 

批准人签署 Approved by:
 

     
    

    
     

陆春晓（授权签字人）
Rainer Lu (Account Executive)
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检测结果
Test Results

检测项目及测试方法
TestItem & Test method

判定
Judgment

样品
Sample

单位
Unit

技术要求
Requirement

测试结果
Test Result

耐光色牢度
Colour Fastness To Light
GB/T 8427-2019, 方法 3, 
Method 3

见结果
See 

Results

A 级
Grade

- 变色 Colour Change 3-4

级
Grade

- 变色 Colour Change 4耐干洗色牢度
Colour Fastness To Dry 
Cleaning
GB/T 5711-1997

见结果
See 

Results

A

级
Grade

- 溶剂沾色 Solvent 
Staining

4

酚黄变
Phenolic Yellowing
GB/T 29778-2013

见结果
See 

Results

A 级
Grade

- 级数 Rating 4-5

检测项目及测试方法
TestItem & Test method

判定
Judgment

样品
Sample

单位
Unit

技术要求
Requirement

测试结果
Test Result

级
Grade

- 变色 Colour Change 4-5

- - 沾色 Staining
级

Grade
- 棉 Cotton 4

耐唾液色牢度
Colour Fastness To Saliva
GB/T 18886-2019
目光法评级. 试样在恒温箱中垂

直放置.
Visual evaluation. Test 
specimen in vertical position in 
oven.

见结果
See 

Results

A

级
Grade

- 羊毛 Wool 4-5



   

检测报告 Test Report SL62406271861401TX 日期 Date:2024 年 03 月 18 日   页码 Page 3 of 4

检测项目及测试方法
TestItem & Test method

判定
Judgment

样品
Sample

单位
Unit

技术要求
Requirement

测试结果
Test Result

级
Grade

- 干摩擦沾色 Dry 
Staining

4-5耐摩擦色牢度
Colour Fastness To Rubbing
GB/T 3920-2008

见结果
See 

Results

A

级
Grade

- 湿摩擦沾色 Wet 
Staining

3-4

级
Grade

- 变色 Colour Change 4-5

- - 沾色 Staining
级

Grade
- 棉 Cotton 4

耐水色牢度
Colour Fastness To Water
GB/T 5713-2013
目光法评级
Visual evaluation

见结果
See 

Results

A

级
Grade

- 羊毛 Wool 4-5

级
Grade

- 酸性 Acid
变色 Colour Change

4-5

- - 酸性 Acid
沾色 Staining

级
Grade

- 酸性 Acid
棉 Cotton

4

级
Grade

- 酸性 Acid
羊毛 Wool

4-5

级
Grade

- 碱性 Alkaline
变色 Colour Change

4-5

- - 碱性 Alkaline
沾色 Staining

级
Grade

- 碱性 Alkaline
棉 Cotton

4

耐汗渍色牢度
Colour Fastness To Perspiration
GB/T 3922-2013
试样在恒温箱中垂直放置
Test specimen in vertical 
position in oven.

见结果
See 

Results

A

级
Grade

- 碱性 Alkaline
羊毛 Wool

4-5

级
Grade

- 变色 Colour Change 3-4

- - 沾色 Staining
级

Grade
- 棉 Cotton 4

耐皂洗色牢度
Colour Fastness To Washing
GB/T 3921-2008
试验条件 A(1), 40ºC
Test condition A(1), 40ºC

见结果
See 

Results

A

级
Grade

- 羊毛 Wool 4-5
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样品照片
Sample Photo

**报告结束**
**End of Report**
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